
                                             

                   

Inspection Report 

NUMBER：QR-JS-009        TEST TIME：2021-01-01 

Customer 

name 
ZAHRA  Description 2S ALUMINIUM TAPE 

Specificatio

ns 
1.2M*1200M 

Quantity ONE ROLL Production time 2021-01-01 Glue HOT MELT 

Inspection 

items 
Reference value est value 

Inspection conclusion 

 

Testing 

environment 
T=23℃±2℃,RH=65%±10% T=23℃，RH=60% 

Qualified 

 

Appearance 

 

Level off, without loose volume,    no 

crack   

 

Level off, without loose 

volume,    no crack   

 

Qualified 

 

Total 

thickness(MM) 

 

0.15±0.01 0.15 
Qualified 

 

180°Stripping 

force(N/IN) 

 

≥16.00 18.08 
Qualified 

 

Tensile 

Strength(N/IN） 
≥20.00 25.12 

Qualified 

 

Conclusion: the first batch of products for the various parameters are in line with the standard, as qualified products, can judge 

of mass production.   
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